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Parameter Performance

Core
Material Polymethyl Methacrylate (PMMA)

Reflective index 1.49

Cladding
Material Fluorinated Polymer

Reflective index 1.41

Refractive index profile Step index

Angle of incidence 60°

Temperature range of use -55~70℃
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